
Consistency limits
DCCONS

16

n   Atterberg’s consistency limits  
acc. to DIN 18 122,  
EN ISO/TS 17892-12,  
OENORM B 4411, SN 670 345a

n   German, English, French, 
Romanian language

n   Determination of liquid and  
plastic limits 

n  Plasticity range and state form

Detailed  

evaluations

Soil group according 

to DIN 18 196 / USCS

n  Plasticity index IP and  
consistency index Ic

n  Optional single-point or  
multi-point approach

n Consideration of the oversize grain
n Water content, oversize grain and 
 evaluation optionally in % or   
 decimal
n Arrangement in the soil group 
 according to DIN 18 196 / USCS
n  Optional predefinition of  

correction factors
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